
Enquiry No. D5A1V02765 Annexure - A

(Technical terms and Material Specification)

Lot No. Code Description Qty (EA) Technical terms and Material specification Vendor's confirmation

HE9718634096
TUBESHEET FORGING (430MM THK) as per 

Drawing 41750103549 Rev.00
2

HE9718634126 TEST COUPON FOR TUBESHETT FORGING 2

HE9718634100
TUBESHEET FORGING C.S (460 MM THK) as per 

Drawing 41750103550 Rev.00
2

HE9718634118 TEST COUPON FOR TUBESHETT FORGING 2

HE9751155010
TUBESHEET FORGING as per Drawing 

41750103540 Rev.00
2

HE9751155029 TEST COUPON FOR TUBESHETT FORGING 2

HE9718634045
TUBESHEET FORGING as per Drawing 

41750501444 Rev.00
2

HE9718634037 TEST COUPON FOR TUBESHETT FORGING 2

Lot - 1

The following shall be followed

i) Drawing no: 41750103549 Rev.00,

ii) Product standard: HE51155 Rev.10

iii) UST Standard: HE71044 Rev.01

iv)  QP No: HY/HE/001/TUBE SHEET Rev.01

v) ASME SEC II PART A 2019 edition shall be followed.

Lot - 2

The following shall be followed

i) Drawing no: 41750103550 Rev.00,

ii) Product standard: HE51155 Rev.10

iii) UST Standard: HE71044 Rev.01

iv)  QP No: HY/HE/001/TUBE SHEET Rev.01

v) ASME SEC II PART A 2019 edition shall be followed.

Lot - 3

The following shall be followed

i) Drawing no: 41750103540 Rev.00,

ii) Product standard: HE51155 Rev.10

iii) UST Standard: HE71044 Rev.01

iv)  QP No: HY/HE/001/TUBE SHEET Rev.01

v) ASME SEC II PART A 2019 edition shall be followed.

 Lot - 4

The following shall be followed

i) Drawing no: 41750501444 Rev.00,

ii) Product standard: HE51155 Rev.10

iii) UST Standard: HE71044 Rev.01

iv)  QP No: HY/HE/001/TUBE SHEET Rev.01

v) ASME SEC II PART A 2019 edition shall be followed.

Vendor's signature with seal


