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ACCEPTANCE LE ‘I FOR ULTRASONIC
EXAMINTION OF FORGINGS

Cracks, flakes, seams or laps are nol acceptable.

+ Indicatione larger than 50% of reference back reflection avre
not acceptable.

Defects equal to or greater than 2mm graph of Distance Gain
Selling (DGS) scale are nol acceptable.

Distance between two consecutive defects should not be less

than three times the probe diameter.

Areas showing loas of back reflections larger than 20% of
reference back reflection, when the back reflection is

adjusted to 100% screen heightat a sound place are not acup‘ta.ble.

Note: This is identaéal to 4-14-0144-S and shall replace it.
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